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TEST REPORT
REPORT NO. TK-10-00156X
PAGENO. 1 OF 2
DATE Jan. 20, 2010
FAIR BOSS COMPANY.
2F, NO.162-4 JIN-HUA ST. TAIPEL, TAIWAN, R.O.C.

The following merchandise was submitted and identified by the vendor as:
Type of Product: RED 4 HOLE COM. TIRE SWIVEL
Received Date: Jan. 14, 2010
Tested Date: Jan. 14, 2010 ~ Jan. 20, 2010
Test Required: Tensile test
Test Method:
1. Fixed test sample on load test machine
2. Starting tensile test and record the tensile load value (test speed 10 mm/min) ©
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Test Results ©  Tensile test

Tensile load
Sample Name (Ibf)
RED 4 HOLE COM. TIRE SWIVEL 14577
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The required specification(s) offered 1 this (est report isfare for reference only. Signed for and on behall of
The conformity judgment is at the Applicant's [inal verdict. SGS TAIWAN Ltd.

unizss olhenvise statcd the vesults shown in this lest report refer only to the sample(s) lesled. This lest report cannot be reproduced except in full wathout prior writlen permission of
the Company w1 a Dy UL an T gl CRTRF T S0 L Tl W] s TR TR

This Tesl Report i€ issued by the Corpany under ils General Condilions of Servicz prinled overleaf or availadle on request and accessible at htin fiwwy.s0s comilerms_end_conditions him
;\:-.—,m‘g-s] 15 grawn Lo the hm)\tahm: of ll%hl ily, irdemmification and jurisdiclion 1ssues defmed therein Any holder of this Tasi Report is advised thal information contained hereon l'eﬁeciis1 the
Comnany s finding: at the time of is intervenlion an'ly and withun the limits of Clien?s inslructions, if any  The Company's sole responsibility is lo its Clienl and this documenl does not
axorerzle parues to a lransaction from exercising alf ther rights and obligations under Ihe transaction ‘documents Any unaulhorzed eiteratior. forgery or falsification of the conlent or
sppeceonce of th's document 1s uniawfur and offenders may be prosecuted ta the fulies! extent of the law
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After test
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Unless otherwise stated the resulls shown in this test report reler only 1o the sample(s) tested This tesl reporl cannol be reproduced, except in full, without prior written pernission of
the Company. B3 J5 o) £y W)« g8 88 BIMZHIALZ AR 0T - & MU KR A o) THmETa -+ 400 m iR -

This Tesl Report is issued by the Company under its General Conditicns of Service printed overleaf or available on request and accessible at gnﬁjm*&mnmmu?_mmmm
Atlention is £awn to the limitation of liability indemnificalion and jurisdiction issues defined therein Any holder of this Tesl Reporl is advised thal information contained hereon reflects the
Company's findings at the time of its nlervention only and within the limits of Client's inslructions, if any The Company's sole responsibility is to its Client and Ihis document does nol

excnerale parties 10 a transaclion from exercising all their rights and obligations under the transaction documents Any unauthorized alteration, forgery or falsification of the content or
appearance of lhis document 1s unlawful and offenders may be prosecuted to the fullest extent of the law ! £
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