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SHANGHAI BAICHENG HARDWARE PRODUCT.CO.LTD
NO.1298 JiaHang Road ShangHai

The following sample(s) was/were submitted and identified on behalf of the clients as : Red Triangle Connector

SGS Job No. : SC110703093 - SH

Date of Sample Received : 07 Jul 2011

Testing Period : 07 Jul 2011 - 12 Jul 2011

Test Requested : As specified by client, selected parts of the submitted sample(s) for compliance
with Public Law 110-314 (Consumer Product Safety improvement Act of 2008,
CPSIA):
- Lead in paint/similar surface coating material (CPSIA section 101(f))

Test Method : Please refer o next page(s).

Test Results : Please refer 1o next page(s).

Result Summary :

Test Parameter Condlusion
Lead in paint/similar surface coating material (CPSIA section PASS

101(f))

Signed for and on behalf of

SGS-CSTC Lid,
7
o~

Fan Jingjie, JJ
Approved Signatory
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Test Results ;

Tesi Parl Description :

Specimen No. SGS Sample ID Description
1 SHA11-108305.001 red coating

Remarks :
(1) % = percentage by weight
{2) 1% = 10000ppm ( mg/kg )
(3) MDL = Method Deteclion Limit
{4) ND = Not Detected ( < MDL )

Lead in paint/similar surface coating material (CPSIA section 101(f))

Test Method : CPSC Test Method: CPSC-CH-E1003-09' Standard Operation Procedure for Determining Lead
(Pb) in Paint and Other Similar Surface Coatings'

Test Item(s) Permissible  Unit MDL 001
Limit
Lead (Pb) 0.009 % 0.002 ND
Comment PASS
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Sample photo:

SHAML1110830501

SHA11-108305.001

SGS authenticale the photo on original report only

*** End of Report ***

This document iz istued by the Company subject to s Genoeral Condrlions of Service printed overieal, available on request or sccessible ot hitp:/fwww 308 comferms_and_tonditions
htm and,tor |3nr:lmnic formpl documents,subject to Terms and Conditions for Elecironic Documents at www.sgs comfletms e-document. fitm Aftention is drawn io the limitation of
! l:on and jurisdiction Issuss defined thersin. Any holder of this document ls ndvised thal mformation contained hereon refiects the Company's findings sl the time of
withln the limits of Client's instruchions, ilany The Company's sole responsiblity is 1o lts Client and this 1| does nol @ te parlies 1o 8 ransaction
ights and obligations under the iransaction documenls This document cannol be reproduced exespt In full without prior written spproval of the Company
pn_lorgery or falsiicalion of the contenl or appearance of lhis document is unlawful and offénders may be proseculed to the fulies! exlent of the law

(¥ resulls shown in thig tesireport refer only lo the sample(s) lested and such samgple(s) are relainea for 30 days only

* No 6% Biock 1159, East Kang Oiao Ro2a Pudong Dastrict Shangha: Chine 201318 1(B6-21) 61195300 1{86-21168183122/62183920 WWA CO§Gs Cem
SR LE  RERS FEH159569% 5201019 [ES2)6196300 (5521 6EIEHZIEBI & sgschna sgs o
Memper of the SGS Group (SGS SA)



