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Jensen Swing Products
9327 Wheatlands Road
Santee, CA 92071
Attn: Charvet Ciraolo
The following sample{s) was/were submitted  Red Paint
and identified by/on behalf of the client as; Color: Red
Sample/Style No: Red Paint
Sample Received Date 12/01/2008

Testing Period 12/08/2008 — 12/09/2008

Test Requested: 1. ASTM F963-07 Soluble Heavy Metals

2. Lead contenl in accordance with 16 GFR 1303

Test Method: 1. As specified in ASTM F963-07. Analysis was conducted by Inductively Coupled
Argon Plasma Spectrometry (ICP).

2. With reterence to ASTM E 1645-01. With reference to Acid Digestion Method,
Analysis was conducted by Inductively Coupled Argon Plasma Spectrometry

(ICP).
Test Results : See next page.
Conclusion: Based on the performed tesls on the submitted sample(s), the results do not

comply with the CPSIA requirements of 16 CFR 1303 and ASTM F963-07
{Soluble Heavy Metals).

Signed tor and on behalf of SGS US Testing Co.
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Diane Santino
Manager, Chemistry Laboratory
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1. Test Results ASTM F963-07 :

Element

Limit
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‘L-E;ugi; _l:t;ad(F’b) ) <5 mgrkg | 9(; mgrkg -

| Soiubite AntmoRy (86} | <& mglkg 60 mg/kg

| Soluble Arsenic {As) < 5 ma/kg 25 mg/kg
Soluble Barium {Ba) 59; ;'ng!kg 1000 mgrkg
Soluble Cadmium {Cd) 242 mg/kg 75 mg/kg
Soluble Chromium (Cr) -‘ 7 ma/kg 60 mg/kg
7SoFubie Mercury (Hg) < 6.7 mg/kg 60 mg/kg
Soluble Selenium {Se) < 10 mg/kg 500 mgrkg _

st e s - ek

Conclusion:

< = Less than

mg/kg = ppm
ND = not detected

Note:

Sample Description:
1. Red Coating

2. Lead in paint/similar surface coating material

Method: With reference 1o ASTM E1645-01 (2007).

Test item 1 Permissible Limit®
Lead (Pb) 25 ppm 90 ppm
Conclusion Wﬁ_Pass

* Conclusion is based on the 90 ppm limif requirement, effective August 14. 2009. The current permissible limit

1S no more than 600 ppm.

Sample Description:
1. Red Coating

Note-

1. ND = not detected

2. Methed Detection Limit = 2 ppm
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Sample Photo

*** End of Report ****

Urless otherwise stated the resuits shown in this tesi report refer cnly lo the sample(s) tested and such sample(s) are relained for 30
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