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SHANGHAI BAICHENG HARDWARE PRODUCT.CO.LTD
NO.1298 JiaHang Road ShangHai

The following sample(s) was/were submitied and identified on behalf of the clients as : Red Triangle Connector

SGS Job No. : SC110703093 - SH
Date of Sample Received: 07 Jul 2011

Testing Period : 07 Jul 2011 - 12 Jul 2011

Tesl Requested : As specified by client, selected parts of the submitted sample(s) for compliance
with Public Law 110-314 (Consumer Product Safety Improvement Act of 2008,
CPSIA):
- Lead in paint/similar surface coating material (CPSIA section 101 (")

Test Method : Please refer lo next page(s).

Tesl Results : Please refer to next page(s).

Result Summary :

Test Parameter Conclusion
Lead in paint/similar surface coating material (CPSIA section PASS

101(f))

Signed for and on behalf of

SGS-CSTC Lid.
7
o

Fan Jingjie, JJ
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
1 SHA11-108305.001 red coating

Remarks :
(1) % = percentage by weight
{(2) 1% = 10000ppm ( mg/kg )
(3) MDL = Methed Detection Limit
(4) ND = Not Detected (< MDL )

Lead in paint/similar surface coating material (CPSIA section 101(f)

Test Method :  CPSC Test Method: CPSC-CH-E1003-09' Standard Operation Procedure for Determining Lead
(Pb) in Paint and Other Similar Surface Coalings'

Test ltem(s) Permissible  Unit MDL 001
Limit
Lead (Pb) 0.009 % 0.002 ND
Comment PASS

This document is Issued by the Company subject to Hs Genetal Condlions of Service printed pvensal. availablg on request or acceasible al hitp://www 398 comMerms_and_conditions
him @nd.tor electronic formal documents, subjoct to Terms and Cenditons for Elscironie Documents a1 www.8q8 comitarms e-document him ARention is drawh 1o the limilation of
lub»tlt --------- feglion and jutisdiction Issues defined therein Any holder of this document Is advised that information conlained hereon refiscts the Company's findings a1 tha time of
» oh BRIy within the limits of Chent's Inslructions, fany The Company's sole responaibilily is 1o s Chient and this document does nol exonerate parties to @ trangaclion
ights and obligaliens under the transaction documenls. This document cannol be reproductd excepl in full.withoul prior wilieh approval of the Company
n. forgery or talsilicalion of the conlent ot appearance of this decument is unlawful and oflenders may be proseculed 1o the fullest exlent of the law
re3ulls shawn in this Lest repprt reler only lo the samplers: lested and such Eample(s) are relained for 30 days only

1 Ne B9 Block 1159 EastXang Oiaa Road Pudcng Distnct Shanghar Chna 201319 1(86-21) 61195300 1(8-21) 68183122168183920 WWH (" SGE Lo
LCPE LR - MEBRSFHI150%605 KA 01010 (B62)HEA0 18521 GIBIIIEN ¢ 3¢ chna sgs com

Memper of the SGS Group (SGS SA)



Test Report No. SHAML 1110830501 Date: 12 Jul 2011 Page 3 of 3

Sample photo:

SHAML1110830501
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SHA11-108305.001

SGS authenticate the photo on original report only

*** End of Report ***
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