A134 Lead
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SHANGHAT BAICHENG HARDWARE PRODUCT CO.LTD
NO 197 LUOXIN ROAD, LUODIAN ZHEN. BAOSHANQLU. SHANGHA! CITY

Fe lollowing sample(s} was/were submilled and identfied bylon behall of the clienl as

Sample Name TIRE SWIVEL

Sample No SC080802857

Sample Receiving Date - Aug.11, 2009

Testing Period Aug.11-14, 2009

Test Requested - As specilied by client, selected parts of (he submilled sampie(s) for compliance with

Public Law 110-314 (Consumer Preduct Salety Improvement Act of 2008, CPSIA):-
1) Lead n pam{ / similar surface coating malerial

Test Method Pleasc refer lo next page(s).
lest Resulls Please refer lo nex! page(s)

Resuil Summary
| ttem Test Parameter - ~ Conclusion
1 CPSIA seclion 101(f) - Lead in paint/similar surface coaling malerial PASS

Signed for SGS-CSTC Siandards
Technical Services Co., Lid
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Test Report No. SC090802957 Date: Aug 17,2009 Page 2 of 3
Tesl Resulls,

1)___Lead in paint/similar surface coating material (Unit:%)

Method CPSC Tesl Method: CPSC-CH-E1003-09 *Standard Operation Procedure for Determining Lead (Pb) n
Paint and Olher Similar Surface Coalings’

lTestitem _ . ! 1 ) _ Permissible Limil®

Load (Pb) | N 0008

Comment — | L FEER T T e

* Comment 1s based on the 0.009 % hmil requirement, effective 14 Augusl, 2009 The current permissibie imit
1s no more than 0 06 %

Nole 1 %% = percenlage by weight
2 1% = 10000ppm (mglkg)
3 ND = nol detected
4 Meclhod Deteclion Limit = 0.002 %

Test Part Descriplion:
T Silvery coating part
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Sample pacte
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SGS authenticale the photo on onginal report only
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