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SHANGHAI BAICHENG HARDWARE PRODUCT.CO.LTD
NO.1298 JiaHang Road ShangHai

The following sample(s) was/were submitted and idenlified on behalf of the clients as : Red Triangle Conneclor
SGS Job No. ; SC110703093 - SH
Date of Sample Received : 07 Jul 2011

Testing Period : 07 Jul 2011 - 12 Jul 2011

Test Requesied : As specified by client, selected parts of the submitted sample(s) for compliance
with Public Law 110-314 (Consumer Product Safety Improvement Act of 2008,
CPSIA):
- Lead in paint/similar surface coating material (CPSIA section 101 )]

Test Method : Please refer to next page(s).

Test Resulis : Please refer to next page(s).

Result Summary :

Test Parameter Conclusion
Lead in paint/similar surface coaling material (CPSIA section PASS

101(f))

Signed for and on behalf of

SGS-CSTC Ltd.
(s
o

Fan Jingjie, JJ
Approved Signatory
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Test Results :

Tesl Part Descriplion :

Specimen No. SGS Sample ID Description
1 SHA11-108305.001 red coating

Remarks :
(1) % = percentage by weight
(2) 1% = 10000ppm ( mg/kg )
(3) MDL = Method Detection Limil
(4) ND = Not Detected ( < MDL )

Lead in paint/similar surface coating material (CPSIA section 101(f))

Test Method : CPSC Test Method: CPSC-CH-E1003-09' Standard Operation Procedure for Determining Lead
(Pb) in Paint and Other Similar Surface Coatings'

Test ltem(s) Permissible  Unit MDL 001
Limit
Lead (Pb) 0.009 % 0.002 ND
Comment PASS
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Sample photo:

SHAML1110830501
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SHA11-108305.001

SGS authenticate the photo on original report only

*** End of Report ***
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