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The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description :  TRAPEZE BAR-PLASTISOL RED

Style/ltem No :  A1B5R

Sample Receiving Date : 2010/08/30

Testing Period : 2010/08/30 TO 2010/09/02

Test Requested : As specified by client, selected parts of the submitted sample(s) for compliance with Public Law

110-314 (Consumer Product Safety Improvement Act of 2008, CPSIA):

(1) Lead in paint / similar surface coating material

Test Result(s) : Please refer to next page(s).
Summary
Test Parameter Conclusion
Lead in paint / similar surface coating material PASS

Signed for and on behalf of
SGS Taiwan Limited

Unless otherwise staled the results shown in this test reporl refer orﬂy !o the sample(s) lesled. This lesl reporl cannot be reproduced. except in full. without prior writlen permission of the
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This Test Repaorl is issued by the Company under its General Candmuns of Sewu:e prinled overleaf or available on requesl and accessible at http.//www.sgs.comfAerms and_conditions.him,
Attention is drawn 1o the limitalion of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that infermation contained hereon reflects the
Cempany's findings at the lime of its intervention only and within the limils of Clhienl's instructions, if any. The Company's scle responsibility is to its Clienl and this document does nol exonerate
parties lo a lransaction from exercising all their rights and obli under the tr ion documents. Any unauthorized alleration. forgery or falsificalion of the content or appearance of this
dacument is unlawful and offenders may be proseculed to the fullest extent of the Iaw
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Test Result(s)

PART NAME NO.1 :  RED COATING
(1) Lead in paint / similar surface coating material
. Result Permissible
Test ltem(s) Unit Method MDL NO.1 Lk
Lead (Pb) mg/kg |As per CPSC-CH-E1003-09 2 n.d. 90 Note(#2)
method.
Comment PASS -

Note :

O s wh

1. ma/kg = ppm; 0.1wt% = 1000ppm

. n.d. = Not Detected

. MDL = Method Detection Limit

. " =" = Not Regulated

. (#2) Paint: 600mg/kg before 2009.08.14

90mg/kg after 2009.08.13
Non-paint: 600mg/kg in 2009.02.10 ~ 2009.08.13
300mg/kg in 2009.08.14 ~ 2011.08.13
100myg/kg after 2011.08.13

. With reference to Test Method CPSC-CH-E1003-09 dated April 26, 2009, the result is calculated using the minimum

sample weight.
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** End of Report **
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