A195 Trapeze Bar Chain Green Phthalates
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Date : 2009/04/06

DE-LAI PLASTIC CO.,LTD
NO. 58. DESING RD., SIANSI TOWNSHIP, CHANGHUA COUNTRY. TAIWAN (R.O.C))

The following merchandise was submitted & identified by the applicant as:

Tvpe of Product: PAINT COATED CHAIN — GREEN
Style/Item No: DLH - KOT - PAINT GREEN
Manufacturer/Vendor: DE-LAI PLASTIC CO., LTD
Country of Origin: TAIWAN

Sample Receiving Date: 2009/03/26

Testing Period: 2009/03/27 — 04/03

We have tested the submitted sample(s) as requested and the following results were obtained:
Test Requested
For compliance with phthalates content in US Public Law 110-314 (HR 4040 *‘Consumer Product Safety
Improvement Act of 20087).

Test Results

- Please refer to next page(s).

Results summary

Test item Result
Phthalates PASS

Overall Conclusion

The submitted samples comply with the requested test requirements.

Iris Huang L 1
Supervisor
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Test Results:
Phthalates
Method: With reference to ASTM D3421-75. Analysis was performed by Gas Chromatography / Mass
Spectrometry.

Toys and childcare articles

Test item 1 Permissible Limit
Dibutyl Phthalate (DBP) N.D. 0.1%
Benzylbutyl Phthalate (BBP) N.D. 0.1%
Bis-(2-ethylhexyl)Phthalate (DEHP) ~ N.D. 0.1%
Conclusion PASS gz

Tovs that can be placed in the mouth and childcare articles

Test item 1 Permissible Limit
Diisononyl Phthalate (DINP) N.D, 0.1%
Di-n-octyl Phthalate (DNOP) N.D. 0.1%
Diisodecyl Phthalate (DIDP) N.D. 0.1%
Conclusion PASS —

Sample Description:

1. Green coating of sample.

Note: 1. % = percentage by weight
2. ND = not detected
3. Method Detection Limit for each of DBP, BBP, DEHP and DNOP = 0.003%
4. Method Detection Limit for each of DINP and DIDP = 0.01%
5. Effective Date = 10 February 2009
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Sample picture (As received)

**  End of Report  **
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