A195 Trapeze Bar S-Hook Lead
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The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description : ZINC §-HOOK

Style/ltem No. : S-HOOK

Country Of Origin : TAIWAN

Sample Receiving Date ;. 2010/08/22

Testing Period ¢ 2010/08/22 TO 2010/06/25

Test Requested : As specified by client, selected parts of the submitted sample(s) for compliance with Public Law

110-314 (Consumer Product Safety Improvement Act of 2008, CPSIA)

(1) Lead in accessible substrate materials

Test Result(s) : Please refer to next page(s).
Summary
Test Parameter Conclusion
Lead in accessible substrate materials PASS
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Ray Changl Asst. Managerﬂ
Signed for and on behalf of
SGS Taiwan Limited
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Test Result(s)

PART NAME NO.1 :  SILVER ZINC S-HOOK
(1) Lead in accessible substrate materials
Test Item(s) Unit Method MDL RostEl i Penmissibiy
NO.1 Limit
Lead (Pb) mag/kg |As per CPSC-CH-E1001-08 2 n.d. 300 Note(#2)
method
Comment PASS -

Note :

1. mg/kg = ppm; 0.1wi% = 1000ppm

2. n.d. = Not Detected

3. MDL = Method Detection Limit

4 "-" = Not Regulated

5 (#2) Paint: 600ma/kg before 2009.08.14
90mg/kg after 2009.08.13

Non-paint: 600mg/kg in 2009.02.10 ~ 2009.08.13
300mg/kg in 2009.08.14 ~ 2011.08.13
100mg/kg after 2011.08.13
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** End of Report **
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