EFF / MFF Green Lead
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Jensen Swing Producis
9327 Wheatlands Road
Santee, CA 92071
Attn: Charvet Giraolo
The {ollowing sample(s) was/were submitted  Green Paint
and identified by/on behalf of the client as: Color: Green
Sample/Style No: Green Paint
Sample Received Dale 12/01/2008

Testing Period 12/08/2008 — 12/09/2008

Test Requested: 1. ASTM F963-07 Soluble Heavy Metals

2. Lead content in accordance with 16 CFR 1303

Test Method: 1. As specified in ASTM F963-07. Analysis was conducted by Inductively Coupled
Argon Plasma Spectrometry (ICP).

2. With reference to ASTM E 1645-01. With reference to Acid Digestion Method.
Analysis was conducted by Inductively Coupled Argon Plasma Specirometry

{ICP),
Test Resulis : Sea next page.
Conclusion: Based on the performed tests on the submitted sample(s), the results do not

comply with the CPSIA requirements of 16 CFR 1303 and ASTM F963-07
{Soiuble Heavy Metals).
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Signed for and on behalf of SGS US Testing Co.

Diane Santino
Manager, Chemistry Laboratory
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issues defined therein. Any holder of this document is advised thal information contained hereon raflects the Company's findings al
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1. Test Results ASTM F363-07 :

Element 1 Limit ]

' Soluble Lead (Pb) 517 mg/kg 2 "éo mgfkg
Soluble Antimony (Sb) < 5 mg/kg 80 mg/kg

| Soluble Arsenic (As) <5 mg/kg 25 mgrkg
Soluble Barium (Ba) 448 mg/kg 1000 ma/kg
Soluble Cadmium (Cd) < 5 mgrkg 75 ma/kg
Soluble Chromium (Cr) 247 mg/kg 60 mg/kg
Soluble Mercury (Hg) < 8.7 mgrkg 60 mg/kg
Soluble Selenium (Se) < 10 mg/kg 500 mg/kg

o éonclusion: FAIL

MNote: <= Less than

mag/kg = ppm
ND = nol detected

Sample Description:
1. Green Coating

2. Lead in paint/similar surface coating material

Method: With reference to ASTM E1645-01 (2007).

Test item 1 Permissible Limit*
Lead (Pb) 10960 ppm 90 ppm
Conclusion FAIL

" Conclusion is based on the 90 ppm limit requirement, effective August 14, 2009. The current permissibie limit
is no more than 600 ppm.

Sampie Description:
1. Green Coating

Note: 1. ND = not detected
2. Method Detection Limit = 2 ppm

This document is issued by the Company under its General Conditions of Sarvice accessible at

http:/fwww.sds.com/lerms and conditions.htm. Attention is drawn to the limitalion of liability, indemnification and jurisdiclion
rssues defined therein. Any holder ol this document is advised that information contained hereon refiects the Company's findings al
the lime of its intervention only and within the limits of Client's instructions, if any. The Company’s scle responsibility is o its Client
and this document does nol exonerale parties to a lransaction Irom exercising all (heir rights and obligations under the transaction
decuments. Any unauthorized alteration, forgery or falsification of lhe content or appearance of thie document is unlawiul and
offenders may be prosecuted to 1he (ullest extent of Lhe [aw.

SEEUS Tesing Company ne, Jonsumer Tesing Services 291 Fairield Ave. Farhold NJ 07004 USA 1 (973) 576-5352 1 (973 5757175 www ans eom



Test Report No 017310:028607 Date: December 10, 2008 Page 3 of 3

R

Sample Photo ;

**** End of Report ****

Urless otherwise staled the results shown in this tesl report refer only to the sample(s) lested and such sample{s) are retained for 30
days only This document cannot be reproduced except in full, withaut prior approval of the Company.
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