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The following merchandise was submitted and identified by the vendor as:
Type of Product: HI160 SPRING CONNECTORS
Received Date: May 21, 2010
Tested Date: May 21, 2010 ~ May 25, 2010
Test Required: Tensile test
Test Method:
1. Fixed test sample on load test machine
2. Starting tensile test and record the tensile load value (test speed 10 mm/min) -

TSET
Test Results : Tensile test
Tensile load
Sample Name (Ibf)
H160 SPRING CONNECTORS 2126
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