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Jensen Swing Products
9327 Wheatlands Road
San Diego, CA 92071
United States

Attn: Charvet Ciraolo

The following sample(s) was/were submitted 5100 Tot Seat

and identified by/on behalf of the client as: Color: 8 Colors
Sample Received Date: 10/29/2010
Testing Period 11/01/2010 — 11/04/2010 - original testing period

11/8/2010 — 11/10/2010 - additional testing period

Test Requested: As specified by client, selected parts of the submitted sample(s) for compliance
with Public Law 110-314 (Consumer Product Safety Improvement Act of 2008,
CPSIA):-

1) Lead in accessible substrate materials

Methods and Resuits: Please refer to nexi page(s).
Reason for Revision: Customer submitted additional samples for testing after original report was issued.

Result Summary:

Item Test Parameter Conclusion
1 CPSIA section 101(a)(2) - Lead in accessible substrate materials PASS

Remark:
Test results in this report are applicable for the item tested and reflects the tested sample as received.

Signed for and on behalf of SGS US Testing Co. Prepared By:
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Christina Crimi Veronica Marrero
Lead Chemist, Chemistry Laboratory Report Writer, Chemistry Laboratory
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Test Report

No. 2208286-CH01-R1

Date: November 11, 2010

Page 2 of 5

1) Lead in accessible substrate materials

Method (non-metallic materials): CPSC Test Method: CPSC-CH-E1002-08 'Standard Operation Procedure
for Determining Tolal Lead (Pb) in Non-Metal Children Product’

Test item 1 2 3 4 5 6 Permissible Limit**
Lead (Pb) ND ND ND ND ND ND 0.03 %
Conclusion PASS PASS PASS PASS PASS PASS -

Test item 7 8 Permissible Limit**

L.ead (Pb) 0.002 % | 0.002 % 0.03 %

Conclusion PASS PASS —

**The requirements for lead in substrate in children’s products is summarized below

Scope Requirement Effective date
. . =0.03 % 14 August 2009
Lead in accessible substrate <0.01% 14 August 2011

Sample Description :

Yellow Rubber
Purple Rubber
Army Green Rubber

1. Green Rubber
2. Black Rubber
3. Red Rubber
4. Blue Rubber
5. Tan Rubber
6.

74"

8.

Note: 1. % = percentage by weight
2. 1% = 10000ppm (mg/kg)

3. ND = not detected

4. Methed Detection Limit = 0.002 %
5. The result is calculated using the minimum sample weight
6. ¥ = The reported test result is over the recommended action fimit (i.e. 80% of the regulatory limit).
As the test result is based on the composite sample and falls into an uncertain range, where
“Pass” or “Fail" cannot be truly define, an "Interim-Fail” is given to indicate that the composite
sample may possibly fail according to the regulatory limit. It is highly recommended to conduct
individual test for the exact content of Pb in each individual component.
7. %= Conclusion is made based on the composite sample. Individual testing is recommended as

to understand the exact content of Pb in each individual component.

8, Composile test has been performed as per the special request of client
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Sample Photo :
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220%2%6 226%2%C

SGS authenticates the photo on the original report only
*** End of Report ***
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Laboratory Summary Information for Certificate of
Compliance (COC)

I (we) hereby confirm based on the test results in this report, that the product or components described
below were tested and comply with the applicable rules, bans, regulations and standards under the CPSIA
(Consumer Product Safety Improvement Act) or any other Act enforced by the CPSC and checked on the
list below.

Product/Component description provided by submitter: 5100 Tot Seat
Color: 8 Colors

Safety Regulation Citations

[] wearing Apparel Flammability 16 CFR 1610

[[] Flammability Standard for Children’s Sleepwear 16CFR 1615 and 1616
(] Small Parts 16 C.F.R Part 1501 and 1500.50 - 53

[] Sharp Points and Edges 16CFR 1500.48 and 49

[J Lead Paint Ban 16 C.F.R. 1303

X Lead in substrate CPSIA Section 101

[] Federal Hazardous Substances Act 15 U.S.C 1261

] Phthalates CPSIA Section 108

] Flammability of Carpets and Rugs (16 CFR1630 and1631)

[] Flammability of Mattress Pads (16 CFR 1632)

Date of testing: 11/01/2010 - 11/04/2010 — original testing period
11/8/2010 - 11/10/2010 - additional testing period

Date of TP testing:

TPCA (Third Party Conformity Assessment Body):

Place of TP testing: USA

Test Report Number: 2208286-CHO1

TPCA name: SGS U.S. Testing Company

TPCA address: 291 Fairfield Ave., Fairfield, NJ 07004

TPCA Contact Person: Christina Crimi

The information on this sheet is ONLY applicable for the item tested in this report and only reflects
confirmation of items covered under CPSIA regulation.
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