Test Report

Jensen Swing Products
9327 Wheatlands Road
Santee, CA 92071

Atlrn: Charvet Ciraolo

The following sample(s) was/were EPDM Rubber
submitted and identified by/on behalf of Color: Black

S103 EPDM Rubber Phthalates

No 017310:028604 Date Decemper 10. 2008 Page 1 cf2

the client as: Sample/Style No: EPDM Rubber

Sample Received Date:

Testing Period

12/05/2008 — 12/10/2008

Tesi Requested: To determine the phthalate content (DBP, BBP, DEHP, DINP. DNOP & DIDP) in

the submitted sample(s).

Test Method: With reference to ASTM D3421:1975,

Analysis was performed by Gas Chromatograph / Mass Spectrometer (GC/MS)

Test Results : See next page.

Signed for and on behalf of SGS US Testing Co.
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Diane Santino
Manager, Chemistry Laboratory
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Test Results : Phihalates Content - (DBP, BBP, DEHP, DINP, DIDP, DNOP)
With reference to ASTM D3421-75 Analysis pertormed by GC/MS
§ e B . _
' Sesudit 4 ! Lirtri
Tested ltem(s) PO MDL % | .
e (See note 3)
Muting: ! ]
| DBP (Dibutyl Phthalate) 0.0048 0.0005 |
| BBP {Benzyl Butyl Phthalate) ND 0.0005 | - {
i : . . e
DEHP (Di 2 elhylhexyl Phthalate) ND 0.0005 .
DINP {Di-Isoncnyl Phthalate) ND 0.0005
DNOP (Di-n-octyl Phthalate) ND . 0.00057
DIDP (Di-lsodecyl Phthalate) ND | 0.0005
| TOTAL % 0.0048 - L 0.1%Max
Conclusion Pass l
Note -

1. MDL ~ Method Deteclion Limil.

2 ND - Not Detected, value was found (o be below detection Iimit,

3 The total concentration of lhe three com

pounds DBP. BBP and DEHP shall not be greater than {1 <4, in

any childcare article. The total concentration of the three compounds DINP. DIDP & DNQP shall nol be
greater than 0.1% in toys and childcare anicles that can be mouthed.

Sample Photo :

SGS authenticates photo on the original report only.

Untecs atherwise stated the results shown in (his
days only Thrs document cannot be reproduced

*** End of Report ***
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