5107 Plate & Triangle Lead
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The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description . PLATE & TRI $130/S115 GALV
Style/ltem No. : P+T $130/5115

Sample Receiving Date : 2009/05/04

Testing Pericd : 2009/05/04 TO 2009/5/7

Test Result(s) : - Please see the next page(s) -

2y Ol

Ray Changf Asst. Managerﬂ
Signed for and on behalf of
SGS Taiwan Limited

Unless olherwise slated the resulls shawn in lhis lest reporl refer only lo the sampla(s) lesteg. This test report cannot be reproduced. except m full, without prior wrillen permission of
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This Test Report 1s 1ssued by the Company under ils General Conditions of Servuice printed overleaf or available on request and accessible at hiip Siwanw. 505 comiterms and condihions . him
Altention 1s drawn 1o the himitalion of lability, indemnification and jurisdiction issues defined therein. Any holder of (his Test Report is advised thal information contained heregn reflects the
Company s indings at the tme of 11s intervention only and wathin the imits of Client’s instructions, if any.  The Company's sole responsibilily 15 to ts Chient and this documenl does not
exanerate parlies 16 a transachion from exercising all their rights and obligatons under the Iransaction documents  Any unauthonzed alteration, forgery ar falsilication of the content or
appearance of this document s unlawful and ofienders may be prosecuted to the fullesl exlent of the law
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Test Result(s)
PART NAME NO 1 © SILVER PLATE & TRI S130/S115 GALV
Test Item (s) Unit Method MDL Result GPIC
No. 1 Limit
Lead (Pb) mag/kg |With reference to CPSC Standard 2 n.d. See Note 4

Operating Procedure for
Determining Total Lead(Pb) in
Children's Metal Products
(Including Children's Metal
Jewelry).

Note © 1. mg/kg = ppm; 0.1wt% = 1000ppm
2 n.d. = Not Detected
3. MDL = Method Detection Limit
4. Paint: 600mg/kg before 2009.08.13
90mg/kyg after 2009.08.14
Non-paint: 600mg/kg in 2009.02.14 ~ 2009.08.13
300mg/kg in 2009.08.14 ~ 2011.08.13
100mg/kg in 2011.08.14

Unless otherwise slated the results shown in Ihis tes! report refer only 10 the sample(s) tesled This les! report cannol be reproduced. excepl in ull, without prior wrilien permission of
the Company. 0 W0 i JLRIENA R T LS T A e A e T e A Y
This Test Report 15 15sued by the Company under ils General Conditians of Service printed overleal or available on request and accessible at hitp ifwww sgs comiderms and conditions him

Adtention s drawn to the limidation of labilly, indemmification and junsdichion ssues defined therain Any holder of ttis Test Repart 1s advised thal nformation conlained hereon reflects the
Company s tndings af the ime ol its intervention only and within the Imits of Client's nstructions, if any ~ The Company's sole responsibility 15 1o 1ts Clent and this document does not
exonerate parles fo a iransaction from exercising all their nghts and obligations under the Iransaclion documents Any unauthonzed alteralion forgery or falsiicalion of the cortent or
appearance of Ims document s uniawlful and ollenders may be proseculed lo the fullest extent of the faw

No 208, Chung Hwa 2nd Road San Min Disinct Kaohsung. Taiwan / o) 77 = R [ 5 — 0% 20w 54

AR R R S PR LR A 1 {886-7) 323-0920 1(886-7) 315-7484 www |w 508 com

Memoer of SGS Group



Test Report Report No -~ KC/2009/50008 Date 2009/05/07 Page 3 of 3

DE LAl PLASTIC CO . LTD. U0 O O

NO 58, DESING RD., SIANSI TOWNSHIP, CHANGHUA COUNTRY.
TAIWAN(R O.C.)

{ ITHER

K205, 50008
® .
4

** End of Report **
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