S115 Plate & Triangle Lead
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The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description : PLATE & TRI S130/58115 GALV
Style/ltem No, 1 P+T S130/8115

Sample Receiving Date : 2009/05/04

Testing Period : 2008/05/04 TO 2009/5/7

Test Result(s) . - Please see the next page(s) -

2y o,

Ray Changl Asst, Managerﬂ
Signed for and on behalf of
SGS Taiwan Limited

Unless otherwise slaled the resulls shown m tesl report reler only 1o the sample(s) tested. This tesl report cannot be reproduced, except in full, withaut pror wnlten permission of
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Camipany s findings at the tme of its inlervention only and within the Imits of Client's instructions, if any. . The Company's sole responsibilily is 10 ils Client and this document does nal
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Test Result(s)

PART NAME NO 1 © SILVER PLATE & TRI S130/S115 GALV
Test Item (s) Unit Method MDL Result CPSC
No. 1 Limit
Lead (Pb) mg/kg |With reference to CPSC Standard 2 nd. See Note 4

Operating Procedure for
Determining Total Lead(Pb) in
Children’s Metal Products
(Including Children’'s Metal
Jewelry),

Note . 1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected
3. MDL = Method Detection Limit
4. Paint: 600mg/kg before 2009.08.13
90mg/kg after 2009.08.14
Nan-paint: 600ma/kg in 2009.02.14 ~ 2009.08.13
300mg/kg in 2009.08.14 ~ 2011.08.13
100mg/kg in 2011.08.14
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Company s hndings at the fime of ils intervention only and within the hmits of Client's mstructions, f any = The Company s sole responsibiily is 1o 11s Ghent and this dacument does not
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** End of Report **
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