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Jensen Swing Products Inc
9327 Wheatlands Rd
Saniee, CA

United States 92071

Atln: Charvet Ciraolo
The following sample(s) was/were submitted Swing Plate & Triangle

and identified by/on behalf of the client as: Color: Silver
Sample/Style # Swing Plate & Triangle

Sample Received Date; 11/2/2009
Testing Period 11/4/2009- 11/6/2009
Test Requested: For compliance with US Public Law 110-314 (HR 4040 'Consumer Product Safety

Improvement Acl of 2008’), lead in paint/similar surface coating material and lead
in accessible substrate materials.

Test Results: Please refer to nex! page(s).

Results summary:

Test item Result

Lead in painVsimilar surface coating material per CPSC-CH-E1003-09 NA

Lead in accessible Non-metal substrate materials per CPSC-CH-E1002-08

(plastics, fabrics, glass/ceramics) NA

Lead in accessible metal substrate materials per CPSC-CH-E1001-08 (children’s

metal producls including jewelry) RS

Signed for and on behalf of SGS US Testing Co,
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ahrisline Thomas
Manager, Chemistry Lab
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Test Results: Lead in accessible metal substrate materials (including jewelry) per CPSC-CH-
E1001-08
Analysis by Inductively Coupled Argon Plasma or Atomic Absorption Spectrometer
(AAS).
Sample Component Tested Leat(:ip(;?nr;tent MDL Permlssﬁale it Conclusion ‘
Sample 1. ND 2 ppm 300 ppm Pass

** Conclusion is based on the 300 ppm limit requirement, effective August 14, 2009, The requirements for lead
in substrate in children's products is summarized below:

Scope Requirement Effective date

< 300 ppm Augusl 14, 2009
<100 ppm August 14, 2011

Lead in melal substrate

Note: 1. ND = Not Detected, reported when the reading is less than the detection limil value.

Sample Description:
1. Swing Plate & Triangle

Sample Photo:

1.0 55

SGS authenticates the photo on the original repor only

*** End of Reporl ***
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Laboratory Summary Information for Certificate of
Compliance (COC)

I (we) hereby confirm based on lhe test results in this report, 1hat the product or components described
below were tested and comply with the applicable rules, bans, regulations and standards under the CPSIA
(Consumer Product Safety Improvement Act) or any other Act enforced by the CPSC and checked on the
list below.

Product/Component description provided by submitier: Swing Plate & Triangle

Safety Regulation Citations

[] Wearing Apparel Flammability 16 CFR 1610

(L] Flammability Standard for Children's Sleepwear 16CFR 1615 and 1616
(L] Small Parts 16 C.F.R Part 1501 and 1500.50 - 53

] Sharp Points and Edges 16CFR 1500.48 and 49

[] Lead Paint Ban 16 C.F.R. 1303

] Lead in substrate CPSIA Section 101

[] Federal Hazardous Substances Act 15 U.S.C 1261

[] Phthalates CPSIA Seclion 108

[L] Flammability of Carpets and Rugs (16 CFR1630 and1631)

[] Flammability of Matlress Pads (16 CFR 1632)

Dale of testing: 11/4/2009
Date of TP testing:

TPCA (Third Parly Conformily Assessment Body):

Place of TP tesling: USA

Test Report Number: 177:028043:052178

TPCA name: SGS U.S. Tesling Company

TPCA address: 291 Fairfield Ave., Fairfield, NJ 07004

TPCA Contact Person: Christine Thomas

The information on this sheel is ONLY applicable for the ilem tested in this report and only reflects
confirmation of ilems covered under GPSIA regulation.
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