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The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description . PLATE & TRI S130/5115 GALV
Style/ltem No. ¢ P+T S130/5115

Sample Receiving Date : 2009/05/04

Testing Period : 2009/05/04 TO 2009/5/7

Test Result(s) : - Please see the next page(s) -

Ry oy

Ray Changl Asst. Managerﬂ
Signed for and on behalf of
SGS Taiwan Limited
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Test Result(s)

PART NAME NO 1 SILVER PLATE & TRI S130/S115 GALV
Test Item (s) Unit Method mpL | Result | CPSC
No. 1 Limit
Lead (Pb) mg/kg |With reference to CPSC Standard 2 n.d. See Note 4

Operating Procedure for
Determining Total Lead(Pb) in
Children’s Metal Products
(Including Children’s Metal
Jewelry).

Note : 1. mg/kg = ppm; 0.1wi% = 1000ppm

2 n.d. = Not Detected
3. MDL = Method Detection Limit
4. Paint: 600mg/kg before 2009.08.13

90mg/kg after 2009.08.14
Non-paint: 600mg/kg in 2009.02.14 ~ 2009.08.13
300mg/kg in 2009.08.14 ~ 2011.08.13
100mg/kg in 2011.08.14

Unless otherwise slaled the fesu!ls shown in thes test rEpDrl refer only {o the samplets) lesled Th:s lest report cannol be reproduced. excepl in full. wilhoul priar wnlten permission ol

the Company -t 260 o] - d LA U T G T R A A e ] - R

This Test Repart is |55ued by lhe Company under s General Condmcms of Serwce prnled cverleal or avaalable on request and accessible at hitp twww sgs comilerms_and _condiions him
Attention i drawn 10 the hmitation of labilly. indemnification and junisdiclion issues defined therein.  Any holder ol this Test Reporl is advised that infarmalion contaned hereeon reflects the
Company s tindings ai The tme of ils intervention only and within the mits of Client’s instructions, fany.  The Company's sale responsibilily 1s to its Chient and (his document does not
exonerale partes 10 a ransachon from exercrsing all their nights and obligations under the transaclion documents  Any unautnanzed allération forgery or falsificanan of the contenl or
appeatance of his document s unlawful and offenders may be proseculed lo the fullest extent of the law

No. 208. Chung Hwa 2nd Road San Min District Kachsung Tawan / 5 2871 = K [ 38 = 85 208 3%
S M A A N 4 A L 4y ) 1 (886-7) 323-0920 | (BBE-7) 315-7484 Wiw tw Sgs com
Member of SGS Group




Test Report Report No. : KC/2009/50008 Date 2009/05/07  Page 3 of 3
N A

DE LAI PLASTIC CO., LTD
NO 58, DESING RD.. SIANSI TOWNSHIP, CHANGHUA COUNTRY

TAIWAN(R.O.C))

** End of Report **
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