SCINS Slide Inserts Lead - Phthalates
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Jensen Swing Products Inc
9327 Wheatlands Road
Santee, CA

United Slates 82071

Attn: Charvel Ciraolo

The following sample(s) was/were submitied Rolo Molded Matenal
and identified by/on behalf of the client as: Color: Red
Sample/Style # 5127
Sample Received Dale: 4/13/2009
Tesling Period 4/13/2009-4/14/2009
Test Requested: For compliance with US Public Law 110-314 (HR 4040 ‘Consumer Product Salety

Improvement Acl of 2008, lead in paint/similar surface coating material, lead in
accessible subslrale materials and phthalates content (where applicable)

Test Results: Please refer lo nexl page(s)

Results summary:

Test item Result B ]
Lead in accessible substrate materials PASS
Phihalales PASS

Test Results: See page 2.

Signed for and on behalf of SGS US Testing Co.

.
i

-{jl:'a?é—s-antino
Manager, Chemistry Laboraiory
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1) Test Results : Total Lead Contenl (unit: mgrkg = ppm):

[T ! - 1
i Sample Component Tested i Lea?pg::nr;tent MDL Permnss:f)le Ll Conclusion .
A , S
| Red Plaslic | ND 2 ppm 300 ppm Pass |

** Conclusion is based on the 300 ppm limil requirement, effective August 14, 2009. The requirements for load
in substrate in children’s products 1s summarized below

Scope Requirement Effective dale
| Lead in substrate other than < 600 ppm February 10, 2009
| painl/ similar surface coaling | < 300 ppm August 14,2009 |
L material <100 ppm August 14, 2011

Note: 1. ND = Not Detected, reported when the reading is less than the detection limit value.

2.) Phthalates
Method: With reference to ASTM D3421-75. Analysis was performed by Gas Chromalography / Mass
Spectromelry.

For all Toys and childcare articles

Test item 1 Permissible Limit
Dibutyl Phihalate (DBP) ND 0.1%
Benzylbulyl Phthalate (BBP) ND 0.1%
Bis-(2-ethylhexyl) Phihalale (DEHP) ND 01%
Conclusion ) PASS ]

For all Toys that can be placed in the mouth and childcare articles

Iesl |lem_ | 1 Permissible Limil
Dusononyl Phthalate (DINP) ND 0.1%
Di-n-octyl Phthalate (DNOP) 0.0014 0.1%
Dusodecy! Phthalale (DIDP) ND 0.1%

[ Conclusi?n i PASS
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Sample Description :
1 Red Plaslic

Nole.

1 % = percentage by weight

2 ND = nol detecled

3 Method Delection Limul for each = 0. 0005%

4 Eflective Dale = February 10, 2009

5 A children’s toy” means a product intended for a child 12 years ol age or younger for use when playing,
and a "child care arlicle” means a producl that a child 3 and younger would use for sleeping, feeding,
sucking or leething.

Sample Pholo :

** End of Report ***

Linless otherwise slated the resulls shown i this test report refer only to the sample(s) tested and such sample(s) are retamned for 90
days only This document cannot be reproduced except in full without prior approval of the Company
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