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Date： 2008/12/02

Benco Products Inc.

9Fl., No. 9, Lane 271, Nong An St., Taipei, Taiwan, R.O.C.

The following merchandise was submitted & identified by the applicant as:

Type of Product:

Country of Origin:

Soft edge Swing Seat With hanger

TAIWAN

Date of Sample received: 2008/11/20

We have tested the submitted sample(s) as requested and the following results were obtained:
Test Requested

Lead content

Test Method/Results
- Please refer to next page(s).

Signed for and on behalf of
SGS Taiwan Ltd.

Iris Huang
Supervisor
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Test Method / Test Results:

1) Lead in accessible substrate materials -Plastic

With reference to US EPA Method 3052 for Lead Content. Analysis was performed by ICP-AES

Element Unit 1 Limit

Lead (Pb) mg/kg N.D. See Note 4

Description:

1. Black soft plastic of sample.

2) Lead in accessible substrate materials -Metal

With reference to US EPA Method 3050B for Lead Content. Analysis was performed by ICP-AES

Element Unit 1 Limit

Lead (Pb) mg/kg N.D. See Note 4

Description:

1. Silver colored metal of sample.(screw)

NOTE：

1. mg/kg = ppm

2. Method Detection Limit = 2 ppm

3. "N.D." = Not Detected

4. HR 4040 ‘Consumer Product Safety Improvement Act of 2008’

Scope Requirement Effective date

≤ 600ppm 10 February 2009 

≤ 300ppm 14 August 2009 

Lead in substrate other than

paint / similar surface

coating material ≤ 100ppm 14 August 2011 

Date of testing : 2008/11/21 – 12/01
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Sample picture (As received)

** End of Report **




