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~ TEST REPORT <\
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JENSEN ENTERPRISES
13220 FAYETTE STREET E1 CAJON, CA 92020

The following sample{s) was/ were submitted and identified on benhalf of the client as

Sample Name :  Bushing

Sample Number : SM090605948

Tesl Required : Compression test

Date of Receipt : June 10,2008

Test Period . June 10,2009 to June 16,2009

Test resuly(s) * For further details, please refer to the following page(s)
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Signed for SGS-GSTC Standards
Technical Services Co., Lid
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Kelly Shi ‘
Authorized signatory
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Conpression {est

Testmethod Per client s requirement
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