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Tne folowin g s=onple(s) wasfwere submitled 4nd identified by/on behalf or the cheo g

Sample Marw- . LOCKNUTS

Sample Mo - SC080803566

Sample Receving Date @ Sep.22, 2009

Testing Perod . Sep.22-25, 2009

Test Reguesiad . As specified by client, selected parts of the subrmitied sz sfg) for corm

Public Law 110-314 (Consumer Product Safety Improvem=-1 4z of 2008
1) Lead in accessible substrate materials

Tesi Methnd : Please refer to next page(s).
Taar Resulis : Please refer to next page(s).

Result Zummnmarny

“ _E_jgliﬁ_j— ) - Test Parameter L _ Conclusion
; - "FSiasection 101(2)(2) - Lead in accessible substrate materials | —_—
1 (including Children’s Metal Jewelry) I
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i__Leadin access)

le substrate materials(Unit: %)

viethod (metal materials): CPSC Test Method: CPSC CH-F 1694.08 ‘Stancard Operaring Procedire for
Determining Total | ead (Pb) in Children’s Metal Producis (Incluoing Children’s Meial Jewglryy

| Testitem Lo | Permissible Limit
Lead (Pb) = 7 . _ND 083 |
Comment | __ P o B

™ The requirements for lead in subsirate in children’s products is summarizec pelow

I T B T B T T i _—_ e o
—___ _Scope Requirement Effective date
: ; <0.03 % G LT e
.ead in accessible substrate ,ﬁfgij_° 5 eomem L
L . . S001% 4 Aucus 20 -

Mote:

% = percentage by weight

1% = 10000ppm (ma/kg)

ND = not detacted

Method Detection Limit = 0.002 %

eSS % T NG T

Test Parf Dascription-

1. Silvery metal nart
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