SH114 Lead
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JENSEN SWING PRODUCTS
9327 WHEATLANDS RD SANTEE CA 92071 TEL. 1-619-258-8300

The following sample(s) was/were submitted and identified on behalf of the clients as SH167SH CKLE

SGS Jab No SP10-042439 - SUZ

Buyer JENSEN SWING PRODUCTS

Composition FOUNDRY IRON

Supplier LEADER HARDWARE(KUNSHAN)CO..LTD
Model No. . SH-167

Lot No. PO # 6499

Date of Sample Received . 27 Dec 2010

Testing Period 27 Dec 2010 - 29 Dec 2010

Test Requested Selected test(s) as requested by clhent.

Test Method Please refer tc next page(s)

Test Results Please refer to next page(s)

Signed for and on behalf of
SGS-CSTC Ltd,

o
P

Fan Jingyie, JJ
Approved Signatory
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Tesl Resulls

Test Parl Description

Specimen No. SGS Sample ID Description
1 SHA10-186250 001  Silver plaling

Remarks
(1) 1 mg/kg = 1 ppm = 0.0001%
(2} MDL = Method Detection Limil
(3) ND = Not Detected ( < MDL )
(4)"-" = Nol Regulated

Lead (Pb

Tesl Method . IEC 62321:2008 application of modified digestion by surface etching for Cadmium. Lead and
Mercury, analysis by ICP-OES

Test ltem(s) Limut Unit MDL 001
Lead (Pb) 1,000 mg/kg 10 ND
Notes

(1) The maximum permissible limil is guoted from the documenl 2005/618/EC amending RoHS directive
2002/85/EC
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Sample photo

\ SHA10-186250.001

SGS authenticate the photo on original report only

" End of Report ***



