SH115 Bolt Lead

Tast Report No. SC080903565 Dale Sep. 25, 200¢
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SHiANGHAL BAICHENG HARDWARE PRODUCT.CO.LTD
WO 97 1LUOXIN ROAD, LUODIAN ZHEN, BAOCSHANQU, SHAMNGHAL 11T Y

Thes browinig sample(s) was/were submilled and identified by/on net alf of the clent as:

Soniple Neme BOLT

Samiple N, - SC090803565

San.ole Receiving Date - Sep.22, 2009

Testing Perniod - Sep.22-25, 2009

Tast Reqguested : As specified by client, selecled parts of the submilted sample(s) for compigree wn

gnce
Public Law 110-314 (Consumer Product Safety Improverent A¢l of Z008. 0PRSS 4
1) Lead in accessible subslrate materiais

Test Meihod : Please refer to next page(s).
Tesl Resulls ! Please refer to next page(s)

Fesiit Summary
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| CPSIA section 101(a)(2) - Lead in accessible subsirale materials PASS
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Signed for 8GS-CSTC Standards
Techiieal Services Co., Ltd
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1%, ¢ad i accessible substrate materials{Unit: %)

Dale: Sep. 25, 2005

sathea (netel matenials) CPSC Test Method. CPSC-CH-E1001-08 ‘Stenoar Operaling Procedure for

Seleiaannng Tolal Lead (Pb) in Children's Metal Froducts (Inc!

lead o)
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Ine requirements for lead in substrate in childien’s products is summarized eloyy
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1 ead in accessible substrate

__Requirement

: __Effective date

5003 %

Neters

1. % - percentage by weight
2. % = 10000ppm (malkg)
3 Al v ot getected
4

Method Detection Limit = 0.002 %
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Sample photo

No. 8C090903565 Date Sep 252008
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SGS authenticate the photo on onginal repor only

** End of Report **~
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