SH115 Lead
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JENSEN SWING PRODUCTS
9327 WHEATLANDS RD SANTEE CA 92071 TEL:1-619-258-8300

The following sample(s) was/were submitted and identified on behalf of the clients as 2-3/8"DUCTILE
W/SHACKLE COMPLETE SET

SGS Job No. : SP10-002359 - SUZ

Model No, : SH-115

Composition : STEEL

Buyer : JENSEN SWING PRODUCTS
Supplier : LEADER HARDWARE(KUN SHAN) CO.,LTD
Batch No. ; 6367

Date of Sample Received : 26 Jan 2010

Testing Period : 26 Jan 2010 - 29 Jan 2010

Test Requested : Selected test(s) as requested by client.
Test Method ; Please refer to next page(s).

Test Results : Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Lid.

Scwg Vo

Hao Jinyu, Sandy
Lab Manager




Test Report No. SHAEC 1000663702 Date: 29 Jan 2010

Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
1 SHA10-006637.001  SILVERY METAL

Remarks :
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Heavy metal(s) in Metal Platin

Test Method : Acid Washing Method, analysis was performed by ICP-OES.

Test ltem(s) Unit MDL

Lead (Pb) mg/kg 10

001

ND
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No. SHAEC1000663702 Date: 29 Jan 2010

ATTACHMENTS

Pb Measurement Flowchart for sample

Tested by
Checked by

: Spring Zuo
: Terry Wang

Sample Preparation
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Sample Measurement
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EDX screening
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Delta weighing to determine sample
weight before and after acid washing
of the plating layer
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Filtration
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Solution
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ICP-OES
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DATA
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Test Report

Sample photo:

No. SHAEC1000663702

Date; 29 Jan 2010
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SGS authenticate the photo on original report anly

*** End of Report ***
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