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SHANGHAI BAICHENG HARDWARE PRODUCT. CO., LTD
NO. 187 LUOXIN ROAD, LUODIAN ZHEN, BAOSHANQU, SHANGHAI CITY

The following sample(s) was/were submitted and identified by/on behalf of the client as-

Sample Name : DEGREE PENDULUM

Sample No. : SC091104009

Sample Receiving Date : Nov.05, 2009

Tesling Period : Nov.05-10, 2009

Test Requested : As specified by client, selected parts of the submitted sample(s) for compliance with

Public Law 110-314 (Consumer Product Safety Improvement Act of 2008, CPSIA):-
1)  Lead in accessible substrate materials

Test Method : Please refer to next page(s).
Test Results : Please refer to next page(s).

Result Summary

Item Test Parameter Conclusion
1 CPSIA section 101(a)(2) - Lead in accessible substrate materials PASS
(including Children’s Metal Jewelry)

Signed for SGS-CSTC Standards
Technical Services (Shanghai) Co., Ltd

Xia Hai
Authorized signatory

This document is issued by the Company under s General Condiions of Service printed overleal or available on reguest and accessible at hitp,iiwww.sgs comiterms and conditions
ntm, Allention i drawn 1o the hirmitation of hiabilily, indemnificalion and jurisdiclion issues defined thergin. Any holder of this document ts advised that information contained hereon
reﬂecls _,5,-.'#_-.— indings al the lime of Its infervention only and within the imits of Client’s instructions if any The Company's sole responsibilily is to its Client and Ihis
g1k B(ale parlies to & lransaclion from exercising all ther rights and obhgalions under the fransaclion documents Any unauthorized alteration. forgery or
\a. appearance of this document is unlawful and offenders may be prosecuted 1o the lullest extent of the law
Unl &5 alherw:se slated ths ‘ sults shown in this lest repari refer only to the sample(s) tested and such sample(s) are telained for 30 days only This document cannol be reprocuced
exggRlinfy pnore roval of the Company

T 1 PO

vrlhie AL esal
£ 2o hofbrd 8T £y Bt HS hovy BeeRedPutrg D Staye Com HE31S (1(B6-21) 68183233 /68183239 £ (86-21) 68383122 1681B300F WWW CD §05.C0M
q:E LA BARAR 0T 178 MO0F6988RE £48 201310 1(86-21) 8518233 /63183209  1(86-21) 66183122 /66183006 € sgs.china@sgs.com

Member of the SGS Group (SGS SA)



Test Report No. SC081104008 Date: Nov. 10, 2009 Page 2 of 3

Test Results:

1) _Lead in accessible substrate materials{Unit:%)

Method (metal materials): CPSC Test Method: CPSC-CH-E1001-08 'Standard Operating Procedure for
Determining Total Lead (Pb) in Children’s Metal Products (Including Children’s Metal Jewelry)’,

Tesi item 1 Permissible Limit**
Lead (Pb) ND 0.03
Comment PASS -

** The requirements for lead in substrate in children’s products is summarized below

Scope Requirement Effective date
' ; £0.03 % 14 August 20
Lead in accessible substrate = gust 2009
<0.01% 14 August 2011
Note:
1. % = percentage by weight
2. 1% = 10000ppm (mg/kg)
3. ND = nol detected
4.  Method Detection Limit = 0.002 %
Test Part Description:
1. Silvery metal block
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Sample photo

SC091104009
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SGS authenticate the photo on original report only

*** End of Report ***
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