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SHANGHAI BAICHENG HARDWARE PRODUCT CO . LTD
NGO 197 LUOXIN ROAD. 1 UOCIAN ZHEN, BAOSHANQU, SHANGHAI CiTY

Trefolloveng sample(s) was/we:e subiritted and identified by/on henalt of the chent as

Sample Name REPLACEMENT SHACKLE PCNDUL UM

Sample No SC090301155

Sample Recoiving Date - Apr 01, 2009

Tusling Period Apr.01-07, 2009

Test Requesled in accordance with the RoHS Directive 2002/95/EC, and ils amendment directives

To determine the Lead Conlent of the subrmitted sample

Test Method (1Y With reference to IEC 62321:2008 for Lead contenl
Analysis was performed by AAS

Tesl results Ly chemical method (Unit: mg/kg)

' _ [ Method ! , 'RoHS
- Test_iteTigs,}. i (eiertey | 1 MDL e
Lead (Pb) - L m | ND 2 1000

lest Parl Descrplion:
1. Silvery melal

Nole:
g ) malkg = ppm

) ND = Not Detected

} MDL = Method Detection Lumit

3 The maximum permissible imil 1s guoied from the document 2005/618/EC amending RoHS

directive 2002/35/EC
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Test Report No. SC080301155

sarmiple photo

SGS authenticate the pholo on original report only

"t End of Report **
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