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JENSEN SWING PRODUCTS
9327 WHEATLANDS RD SANTEE CA 92071 TEL:1-619-258-8300

The following sample(s) was/were submitted and identified on behalf of the clients as : 2-3/8 “PIPE
HANGER-DUCTILE IRON

SGS Job No. : SP11-027227 - SUZ

Maodel No. : SH-115

Main Substance : STEEL

Buyer : JENSEN SWING PRODUCTS
Supplier : LEADER HARDWARE(KUN SHAN)CO.,LTD
Batch No. : PO#6597

Date of Sample Received : 31 Aug 2011

Testing Period : 31 Aug 2011 - 05 Sep 2011

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Lid.

W

Fan Jingjie, JJ
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
1 SHA1T1-140018.005  Silver plating

Remarks :
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Lead(Pb) (for plating)

Test Method :  Determination of Lead by ICP-OES after application of modified surface etching digestion based

on |EC 62321:2008
Test liem(s) Limit Unit MDL 005
Lead (Pb) 1,000 mglkg 10 53

Notes :
(1) The maximum permissible limit is quoted from the directive 2011/65/EU, Annex ||
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ATTACHMENTS

Plating Pb Testing Flow Chart
1) Name of the person who made testing: Yoyo Wang
2) Name of the person in charge of testing: Jeff Zhang

Sample Preparation

L

Sample Measurement

{

Acid washing of plating layer

b

Precisely weighing sample after

acid washing

!

Filtration

'

ICP-OES

!

DATA

This document is issuad by the Company subject lo its General Condilions of Setvice printed overleal, available on requesl or accessible at htip:ifiwww.sgs com/tarms_and_conditions
tim and.for electronic format documenls,subject to Terms and Gondiuons for Electionlc Documents al www.sgs. com/terms e-document.htm. Attenlion is drawn 1o the imiation of
fiablityAntfaronh n and jutisdiction issues dofincd theroin Any holder of this document is advised that Informatian contgined hereon refiecls the Company's findings al the lime of
e within the Jimits of Client’s Instructions, i any, The Company’s scie responsibliity is toits Cllent and this d nl does not parties to a transaclion
BiNNohis and obligations under Lhe transaclion documents. This document cannot be reproduced except In full without prior written approval of the Company
Non. forgery or falsification of the content or appearance of this document Is uniawtul and offenders may he prosecyled to the fulles! extent of the law
¢ results shown in this test report refer oply 1o the sample(s) tested

1 | 3"Buiding,No B9 Yishan Road Xuhui Distn Shanghai China 200233 tEAE (85-21) 61402553 1 E&E (85-21)64953679 WWW €1 S48 Com
‘*@-Lﬁ-ﬁiﬁﬁmaasﬁaﬁ-& BR &3 200233 HL: (B6-21) 61402584 HL: (B6-21)54500353 ¢ sgs.china@sgs.com

T
Member of the SGS Group (SGS SA)



Test Report No. SHAEC1114001805 Date: 05 Sep 2011 Page 4 of 4

Sample photo:

Q9

SHA11-140018.005

SGS authenticate the photo on original report only
*** End of Report ***
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