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Fne fallowing s=nple(s) was/were submitted and identified by/on behalf or itz vl &

Sample ar-

Sample No

Sample Receving Date :
Testing Period

- LOCKNUTS
- SC090903566

Sep.22, 2009

. Sep.22-25, 2009

Test Reguesred . As specified by client, selecied parts of the submiiied samo sig) Tor cormg g7¢2
Public Law 110-314 (Consumer Producl Safety Improvema-t s200f 2008 CFE -
1} Lead in accessible substrate materials
Test Metnnd : Please refer to next page(s).
Tea Resilis . Please refer to next page{s).
Rastll Zummary
Cliem | o Test Parameter | Ceonclusion ]
Tl #Psia section 101(2)(2) - Lead in accessible substrate materials |
1 { . i ; 5 a PASS
| (including Children’s Metal Jewelry) L
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1l _tead in accessible substrate materials(\init: Y

Method (metal materials): CPSC Test Method: CP3C CH-E1091-08 ‘Standare Operaring Procedyre for
Delermining Total Lead (Pb) in Children’s Metal Praducts (Incluoing Children’s Metal Jewelryy
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™ The requirements for lead in substrate in children’s products is summarize pelow

| _Scope __ Requirement Effective date -
I ~ead in accessihle Sl]bwifi_ j_9_93__% T :‘:_ﬂ_
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Note:

1. % = percentage ny weight

2. 1% = 10000ppm (mg/kg)

3. NI = not detected

4. Method Detection Limit = 0.002 %

Test Part Description:
1. Silvery metal nart
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