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FAIR BOSS COMPANY.

2F, NO.162-4 JIN-HUA ST. TAIPEL, TAIWAN, R.O.C.

The tfollowing merchandise was submitted and identified by the vendor as:
Type of Product: ALUM. PENDELUM
Received Date: Dec. 01, 2009

Tested Date: Dec. 01, 2009 ~ Dec. 02, 2009
Test Required: Tensile test
Test Method:

1. Fixed test sample on load test machine
2. Starting tensile test and record the tensile load value (test speed 10 mm/min) e

!‘::_;;;
Test Results :  Tensile test
Tensile load
Sample Name (Ibf)
ALUM. PENDELUM 11839
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The requured specification(s) offered mn this test report 1sfare [or reference only.
The conformity judgment 1s at the Apphcant's final verdict.

Unless otherwise slated the resulls shown in this test report refer only lo the sample(s) tested. This test report cannol be reproduced, except in full, wilhoul prior wntten permission of
the Company )| a8 « 3R PISFHIAZ S B - FRA FEF 2UISEITI] « TRIEM MmN -

This Test Report 1s issued by the Company under its General Condilions of Service printed overleal or available on request and accessible at hilp: m/lerms a[ﬂ:;g cond) 11% 1
Ail:ntnorsx lsera\.\tfn 1o the Imilalion of If_)abi ity, indemmification and junisdiction issues defined Lherein. Any holder of this Tesl Report is advised thal mformaligr? contained herean rel gg.irsllg]lé
Company's findings al the lime of Its intervention only and within the limils of Clienl's instructions, if any. The Company's sole respansibility is to its Clienl and this document does nol
exonerale parties o a lransaction from exercising alf their nighls and obligations under the transaclion documents. Any unauthorized alleration, forgery or falsification of the conlent or
appearance of lhis document is unlawful and offenders may be prosecuted 1o the fullest extenl of the law
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Unless olherwise stated the resulls shown in this lesl report refer only lo the sample(s) lested This lest report cannot be reproduced, excepl in full, withoul prior wrilten permission of
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Thus Tesl 15 1ssued by the Company under its General Conditions of Service prinled overleal or avalabie on reguest and accessible al hitp./fwww.sas sgmﬂﬂmg\uﬂ_&mmmﬂl,
Alté’nugn 156 rgﬁn to lhe l|m¥laﬂon of ||pab‘|l¥ly. indemnificalion and jurisdiclion issue_spdehned therein. Any holder of this Test Report is advised tlﬁ_al information conlained hereon refiecls the
Company's findings al the time of its intervention only and within the limits of Client's inslruclions,  any. The Company’s sole responsibility is lo its Client and 1his document does not
exonerate parties lo a transaction from exercising all Iheir nights and obligalions under the transaction documents Any unaulhonzed alleration, forgery or falsification of the contenl or
appearance of Ilis document 1s unlawful and offenders may be prosecuted to Lhe fullest extent of the law
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