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Tne falowing s=rple(s) wasfwere submitted and identified by/on behaif or ine tlieas &y

Sarmple Mari- . LOCKNUTS

Sample N : SC080903566

Sample Heoewving Date : Sep.22, 2008

Testing Penod : Sep.22-25, 2009

Test Requestad . As specified by client, selected parts of the submitied sarroofg) Tor cormp 272

Public Law 110-314 (Consumer Product Safety Improvem=-t 2t of 2008 =28 2,
1) Lead in accessible substrate materials

Test Methnd : Please refer to nexl page(s).

Taar Resulis . Please refer to nexi page(s).

Resuli Summarny

' iiem] _ Test Parameter - I,,__— Conclusion E
| mrRiA gection 101(3)(2) - Lead in accessible substrate materials ]
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Test Resuits:

i) __i.ead in accessible substrate materizals(Unit: %)

Method (metal maternizls): CPSC Test Method: CPSC CH-E1097-08 ‘Stancard Operariny Proceal re for
Delermming Totai L ead (Pb) in Children’s Metal Pr: wuets (Including Children's Meial Jewelryy

Teslitem  ~ " T i [ Pemissible Limi _L'"!
Lead (Pb) ] WD ¥ 0.3
[Comment "~ ~ —  PAS8 N __]

" The requirements for lead in substrate in children’s produnts is summarizec nelow
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1. % = percentage by weight

2. 1% = 10000ppm (ma/kg)

3. ND = not detected

4. Method Detection Limit = 0.002 %

Test Part Description
1. Silvery metal pari
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SGS authenticate the photo on original report oy
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