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SHANGHAI BAICHENG HARDWARE PRODUCT. CO., LTD
NO. 187 LUOXIN ROAD, LUODIAN ZHEN, BAOSHANQU, SHANGHAI CITY

The following sample(s) was/were submitted and identified by/on behalf of the client as:

Sample Name . DEGREE PENDULUM

Sample No. - SC091104009

Sample Receiving Date : Nov.05, 2009

Testing Period : Nov.05-10, 2009

Test Requested : As specified by client, selected parts of the submitted sample(s) for compliance with

Public Law 110-314 (Consumer Product Safety improvement Act of 2008, CPSIA):-
1)  Lead in accessible substrate materials

Test Method : Please refer to next page(s).
Test Results : Please refer to next page(s).

Result Summary

ltem Test Parameter Conclusion
’ CPSIA section 101(a)(2) - Lead in accessible substrate materials PASS
(including Children’s Metal Jewelry)

Signed for SGS-CSTC Standards
Technical Services (Shanghai) Co., Ltd

X PabA,_»
Xia Hai
Authorized signatory
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Test Results:

1) Lead in accessible substrate materials{Unit:%)

Method (metal materials): CPSC Test Method: CPSC-CH-E1001-08 ‘Standard Operating Procedure for
Determining Total Lead (Pb) in Children’s Metal Products (Including Children’s Metal Jewelry)'.

Teslitern 1 Permissible Limit**
Lead (Pb) ND 0.03
Comment PASS ---

** The requirements for lead in substrate in children’s products is summarized below

Scope Requirement Effective date
; : £0.03% 2 14 August 2009

Lead in accessible substrate
£0.01% 14 August 2011

Note:

1. % = percentage by weight

2. 1% = 10000ppm (mg/kg)

3. ND = not detected

4. Method Detection Limit = 0.002 %

Test Part Description:
1. Silvery metal block
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Sample photo

SC091104009
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SGS authenticate the photo on original report only

*** End of Report ***

This document s issued by the Company under ils General Conditions of Service printed overieal or availabic cn reques: anc accessible at hilp tiwwwve 895 comtletms and condilions
htm. Altention is drawn 1o the hmlalion of hability, indemnification and jurisdiclion issues defined theren Arny hoicer ¢l tmis document s advised thalinformation conlained hereon
reflecls th mdings althe time of its intervention only and within the limits of Clienl's instruct ors fany The Company’s sole responsibilily is 1o Hs Client and this
documérk Qr(ale parties 1o a lransaction from exercising ail their nights anc obligations under the iransaction decuments Any unhauthonzed alteration. forgery or
A appearance of this document is unlawful and oHenders may be proseculec ¢ the ‘L’ s extent of the law

4 :‘\- sults shown in this test report refer only to the sample(s) tesled and such samr e s 27 “e'z ~ed for 20 days only This documeni cannot be reproduced
exdiot in tu ccval of the Company

i 108256
22 68183606 wWWW cn 5gs com
28183006 ¢ sgs china@sgs com

LeTIzrfrme 8GR Group (SGS SA)

1
n;g
i




