SH127 Lead
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epori No. SC090301155 Date Apr 7. 2009 Pace 1 of 2

SHANGHAI BAICHENG HARDWARE PRODUCT. CO . LTD
MO 197 LUOXIN ROAD L UOCIAN ZHEN SACSHANGU, SHANGHAI CITY

The following samole(s) wasfwere subiritted and identified byion nehalf of the client as

Sample Name REPLACEMENT SHACKLE PENDUL UM

Sample No 5C090301155

Sample Receving Date ~ Apr 01, 2009

Testing Period Apr 01-07. 2009

Test Requesled - Inaccordance with Ihe RoHS Directive 2002/95/EC. and ils amendment direclivas

To determine the Lead Conlent of the submitted sample.

Test Melhod (1) With reference to IEC 623212008 for Lead contenl
Analysis was performed by AAS

Tesl resulls by chemical method (Unit mgrkg)

, Method RoHS
o Mﬁ%“ o (referto) | 1 ML Limil
| Lead (Pb) - iy | ND 2 1000 |

lest Parl Descrplion
1 Silvery metal

Nole
{1y mgikg = ppm
(2) ND = Not Detected
(3 MDL = Method Detection Limit
(1) The maximum permissible imit s quoled from the documen! 2005/618/EC amending RoHS
direclive 2002/95/EC

Signed for SGS-CSTC Standards
lechnical Services Co | Lid
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Lab Technical Supervisor
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Test Report

Saimple photo:

No. 8C030301155

<

Date ~An 7200

S5C090301155

SGS authenticale the photo on original report only

tEnd of Report ***
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