SH128 Locknut Lead
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SHANGHAL BAICHENG HARDWARE PRODUCT. CC. LTD
MO 197 LUCKIM ROAD, LUODIAN ZHEN, BAOSHANQU, SHANGHAI CITY

The icllowing sample(s) wasiwere submilted ang identified by/on behalf of Lhe chenl as.

Sample Name LOCKNUTS

Sample Ne 1 SC081003803

Sample Recewving Date : Oct 20, 2008

Testing Period : Cct. 20— 23, 2009

Test Requasted . As specified by client, selected parts of the submilled semple(s) for compliance with

Public Law 110-314 (Consumer Product Safety Improvemenl Act of 2008, CPSIA):-
1} Lead in accessible subsirate materials

Test Method - Please refer to next page(s)
Test Results : Please refer to next page(s)

Result Summary

Cdtem | ~_TestParameter | Conclusien |

j CP51A section 101(a)(2) - Lead in accessible substrate materials PASS !

L . tincluding Children’s Melal Jewelry) - ]

Signed for SCS-CSTC Slandards
Technical Services Co., Ltd
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Tast Report No. SC091003803 Zate Oct 23 2009 Page 2 of 2

lest Results
1) Leadin accessible substrate materiais(Unit:%)

Method (metal matenals) CPSC Test Method CPSC-CH-E1001-08 Standard Operating Procecure for
Determining Total Lead (Pb) in Children’s Metal Producls {inclucdirg Chiloren's Metal Jewelry)

[Testtem 1 T T Permssbleumt
lead(Pb) | ND 4 93—
rcomr_n_ent _ —_— PASS A e e |
" The requirements for lead in substrate in children's products ic summarized below
7:7 Scope __ | Requirement 7 1 Eﬁéc—:ii\;gdate o
s003% 14 August 2009

.eac ¢ le stbstrate - S

leadm Fecessible subs . $001% 14 August 2011

Note-

1 % = percentace by weight

2 1% =10000ppm (mg/kg)

3 ND = not delected

4 Method Detection Limit = 0.002 %

Test Part Description
1 Siivery meta: part

Sample photo
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