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Material & Engineering Lahoratory-Taichung

TEST REPORT
REPORT NO. TK-09-04503X
PAGENO. 1 OF 2

DATE Dec. 02, 2009
FAIR BOSS COMPANY.

2F, NO.162-4 JIN-HUA ST. TAIPEI, TAIWAN, R.O.C.

The following merchandise was submitted and identified by the vendor as:
Type of Product: ALUM. PENDELUM
Received Date: Dec. 01, 2009

Tested Date: Dec. 01, 2009 ~ Dec. 02, 2009
Test Required: Tensile test
Test Method:

1. Fixed test sample on load test machine
2. Starting tensile test and record the tensile load value (test speed 10 mm/min) «
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Test Results - Tensile test

Tensile load
Sample Name (Ibf)
ALUM. PENDELUM 11839
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ed for and on behall of
SGS TAIWAN Ltd.

The required specification(s) offered mn this test report isfare for reference only.
The conformity judgment is at the Applicant's [inal verdict.
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Unless otherwise statec the results shown in this lest report refer only to the sample(s) tesled. This {est report cannol be reproduced, exceplin full, withoul prior wntlen permission of
the Company [ | 55§80/ « B 3550 58 BV AL E & « F3EE 1L ABIREITA] « T ATE6 R «

1s&U i Company under 11s General Conditions of Service prinled overleal or available on request and accessible at mgjjv_wﬂa‘sgi@m m
g'l]tlgn‘lrngrsll E%‘?Eﬁflﬁhgqiﬁ.téﬁgn of iPabi!};ly, indemnification and jurisdiction issue_spdgzﬁr_)ed therein Any holder of Lhis Tesl Report is advised thal information contained hereon reflects the
Company's lindings at lhe tme of ils Intervention only and within the limits of Client's instruclions, if any The Company's sole responsibility is lo its Client and this document does nol
exonerale parlies lo a transaclion from exermsmg all ther nighls and abligations under the transaction documents Any unauthorized alteration, forgery or falsificalion of the conlent or
appearance of this document is unlawful and offenders may be proseculed (o the fullest exienl of the law
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Unless otherwise slaled lhe results shown in Lhus test reporl refer only 1o the sample(s) tested This lesl report cannot be reproduced, except in full, without prior wrillen perrmission of
the Company 73 T4 Y) R RS R S R LA BT - AEE RAL DRIBSE - THAREY

15 185Ued by the Company under its General Conditions ol Service printed overleaf or avallable on request and accessible at ”"E flwpww com/terms a!’mmﬂ%ﬂim
I\Elesn-{ngit |§e rg:’nsws the ||ml:tation of llpabll)llly indemnificaton and junsdiction issue_spdeflt_!eﬁ therein. Any holder of lhis Test Report is advised that informa jon containéd hereon reflects the
Company's findings at the time of ils inlervenlicn onl?f and within the imits of Clienf's inslructions, if any. The Company’'s sole responsibility is to ils Client and this document does not
exonerzle parties 10 a (ransaction from exermsmg all their rights and obhgations under the transaction documents Any unaulhorized alteralion, forgery or falsification of the content or
appearance of this document 1s unlawiul and offenders may be prosecuted to the fulles! extent of the law
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