SH129 Bushing Tensile

TEST REPORT S
No. : SM090605548
Date : June 16,2009
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EN ENTERPRISES
1230 FAYETTE STREET E1 CAJON, CA 92020

JENE

Tre following sample{s) was/ were submitled and identified on benhalf of the clent as

Sample Name :  Bushing

Sample Number . SM080805948

Test Required : Compression test

Date of Receipt . June 10,2009

Test Period - June 10,2008 lo June 16,2008

Test resuit(s) " For further details, please refer lo the following page(s)
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