SH129 Lead
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SHA F HAI BAICHENG HARDWARE PRODUCT. CO . LTD
NG 197 LUOXIN ROAD. L UODIAN ZHEN, BAOSHANQU, SHANGHAL CITY

The following samolels) wasiwere subimitied and identfied byion berall ot the client as

Sample Name REPLACEMENT SHACKLE PENDUL UM
Sample No 5C090301155

Sample Receiving Date  Apr 01, 2009
Testing Period Apr.01-07. 2009

in accordance with the RoHS Direcltive 2002/95/6EC and i1s amendment direclives

Test Requesled
To delermine lhe Lead Content of the submitted sample

Test Method (1Y With reference to IEC £2321.2008 for Lead content
Analysis was performed by AAS

Tesl resulls by chemical method (Uil mg/kg)

: i Method | ; RoHS
- B Test lem(s): (_refer ol | 1 MDL _L|mit
Lead (Pb) . (1y | ND Z 1000

lest Parl Descnplion:
1. Silvery metai

Note

) mgikg = ppm

} NC = Not Delected

} MDL = Method Detection Limit

} The maximum permissible imil 1s guoled from the document 2005/618/EC amending RoHS

directive 2002/95/EC
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est Report No. SC030301155 Date Anr 7 2008
ample pholo .
5C080301155
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SGS authenticate the photo on original report only
*** End of Report **
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