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Sarmple e : LOCKNUTS

Sample MNe : 8C090903566

Sample Receiving Date 1 Sep.22, 2009

Tesling Perod : Sep.22-25, 2009

Test Reguested . As specified by client, selected parts of the submilied sarmo'sfe) for comp e ce
Public Law 110-314 (Consumer Producl Safety Improvema-i aziof 2008 T28 -

1) Lead in accessible substrate materials
Tesl Method : Please refer to next page(s).
Tes Resilis : Please refer (o next page(s).
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Resuli Sumrnary

Eaemlf _ Test Parameter o ~ Conclusion
’ Loy section 101(a)(2) - Lead in accessible substrate maierials PASS
| 7 (including Children’s Metal Jewelry) o
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1i__iead in accessible substrate materials(Unit; %)

Method (metal materials): CPSC Test Method: CPSC CH-E1001-08 ‘Stancard Operatitg Procaolre for
Determiming Totai | ead (Pb) in Children’s Metal Products {incluoing Children's Meial Jewelryy
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™ The requirements for iead in substrate in children’s products is Summarized pelow

Seope 1T T Regurgment T Effeciive dats
‘ Ao — __ _Etheciived

| testnsmtesonme | 280E T e

Moig:

. % = percentage ny weight

2. 1% =10000ppm {ma/kg)

3. N = not detected

4. Method Detection Limit = 0.002 %

Test Pari Dascription:

1. Silvery metal nari
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