SH129 Tensile

Material & Enginecring Laboratory-Taichung

TEST REPORT
REPORT NO. TK-09-04503X
PAGENO. 1 OF 2

DATE Dec. 02, 2009
FAIR BOSS COMPANY.

2F, NO.162-4 JIN-HUA ST. TAIPEIL, TAIWAN, R.O.C.

The following merchandise was submitted and identified by the vendor as:
Iype of Product: ALUM. PENDELUM
Received Date: Dec. 01, 2009

Tested Date: Dec. 01, 2009 ~ Dec. 02, 2009
Test Required: Tensile test

Test Method:
1. Fixed test sample on load test machine
2. Starting tensile test and record the tensile load value (test speed 10 mm/min) »

Test Results - Tensile test

Tensile load
(Ibf)
ALUM. PENDELUM 11839
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ed for and on behalfl of
SGS TAIWAN Ltd.

The requured specification(s) offered i this test report 1sfare for reference only.
The conformuty judgment is at the Applicant's final verdict.

Unless otherwise slaled the resulls shown in this test report refer only to the sample(s) tesled. This test report cannol be reproduced. except in full withoul prior wrllen pernyission of
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This Test Reporl 1s 1ssued by lhe Company under its General Conditions of Service printed overleaf or available on request and accessible at,huﬁﬂﬂmmmmﬂms_and_gmmmm
Altention 1s drawn Lo the Imitalion of liabifty, indemnification and jurisdiclion issues defined therein Any holder of this Tes! Report 1s adwised thal information contained hereon refiects the
Company’s findings at the time of its inlervenlion onl[y and within the limis of Clienl’s instruclions, if any The Company’s sole responsibility is to iis Chent and (his document does not
exonerate parlies o a transaction from exercising ail their rights and obligations under the transaction documents Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted 10 (he fullest extent of the law
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