SH160 Tensile

TEST REPORT

No.

JENSEN SWING PRODUCTS
9327 WHEATLANDS RD SANTEE CA 92071 TEL:1-619-258-8300

The following sample(s) was/ were submitted and identified on behalf of the client as:

Sample Name
Sample Number
Product Specification
PO #

Manufacturer

Buyer

Material and Mark
Test Required

Date of Receipt

Test Period

Test result(s)

REPLACEMENT PEND

SM101114054

SH-160

6471

LEADER HARDWARE(KUN SHAN) CO., LTD.
JENSEN SWING PRODUCTS

FOUNDRY IRON

Tensile test

Nov. 3,2010

Nov, 3,2010 to Nov. 10,2010

For further details, please refer to the following page(s)
hkhkkhhkh TO be Continuedﬁ****i*i

Signed for SGS-CSTC Standards
Technical Services (Shanghai) Co., Ltd.

ok

Kelly Shi
Authorized signatory

: SM101114054
Date :
Page:

Nov. 10,2010
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TEST REPORT

No. : SM101114054
Date : Nov. 10,2010
Page: 2of 2

Tensile test:
Test method: supplied by the client
Tast et Breaking force
{Ibf)
Result 12211

After test Before test
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