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Material & Engineering Laboratory-Taichung

TEST REPORT
REPORT NO. TK-09-04503X
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DATE Dec. 02, 2009
FAIR BOSS COMPANY.

2F, NO.162-4 JIN-HUA ST. TAIPEI, TAIWAN, R.O.C.

The following merchandise was submitted and identified by the vendor as:
Type of Product: ALUM. PENDELUM
Received Date: Dec. 01, 2009

Tested Date: Dec. 01, 2009 ~ Dec. 02, 2009
Test Required: Tensile test

Test Method:
1. Fixed test sample on load test machine
2. Starting tensile test and record the tensile load value (test speed 10 mm/min) -

Test Results : Tensile test
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The required specification(s) offered in this test report 1sfare for reference only.
The conformity judgment is at the Applicanl's final verdict,
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